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Al2O3 SiO2 Fe2O3 Na2O Humidity Bulk Density 

≥99 ≤0.20 ≤0.10 ≤0.3 ≤0.5 0.5-1.0g/cm3 

99.69% 0.1% 0.04% 0.11% 0.08% 0.72 

Size Range Test Result % 

2-5mm 
＞5mm 5.6 

＜2mm 8.4 

1-2mm 
＞2mm 6.5 

＜1mm 7.5 

0-1mm 
＞1mm 3.6 

＜0.5mm 10 


